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Visual Through Examination & Magnetic Particles Examination Report
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16-Jul-25 QC-SLB-25184-20B
MFD-AEA-872

15-Jan-26

QC-SLB-25184

GAS MANIFOLD

ASTM E709 Colored Media
201504048
WCP-2 008A009
7THF 008A103

Visual and MPI carried out for the above description and found free of surface defects at the time of inspection
Identification of any part found to have a defect and a description of the defect: None
Particulars of any repair, renewal or alteration required to remedy-the defect identified above: None
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