Al TAKAMUL COMPANY FOR ENGINEERING TESTS L
AND PROFESSIONAL SAFETY LIMITED ¥ 3 WULALITY
Basra, North Rumaila, Quality Control Yard - Iraq 2“7 '

MPI & UT. Wall Thickness Gauging Inspection Certificate

Client: SLB BASRA Report No: QC-SLB-25264-26
Work Location: COIL TUBING Date of Inspection: 31/0ct/2025
Reference: ASTM E 797 & ASTM E 709 Next I'D”ast‘;‘?c“on 30/Apr/2026
Specification: O API O Ds1 vV Customer spec O Other ......c.cceeeeunen.
I i thod - \ MPI O wet O Dry O Dye Penetrant O vTI O Dimensional check
nspection methoa - ' Ultrasonic wall thickness spot test O Others ....coeveeereenerennnnnnnns
Equipment used : 0O UVB light O ACyoke O DC coil \ Ultrasonic T.G. O Other .....ccoeueenne
Material Inspected: RAISER 101-31180 6FT/4” (10K)
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: Ultrasonic Thickness Measurements - )
Serial No. Minimum Thickness
A B
101-31180 0.823in 0.829in 0.825in 0.828 in Accept by customer
UT During The Time of Inspection, All The Readings Are Within The Tolerance and
' Accepted By SLB Requirements:
Inspection Evaluation:
MPI The Above Mentioned Item Was Inspected by MPI and Found Free of Defects
(No Cracks) Found At The Time of Inspection:
Inspection Equipment Details: | U.T Wall Thickness | Serial No 5202746 Cal Date 22/Feb/2026
Min = Minimal W.T TE=Thread Elongation CO= Corrosion W = Washout | M = Flat spot / I\@s;h 8D
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SUPERVISOR:

M. TAREK

Inspection Engineer:
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